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Wood

ACCOYA®

Pre-drying

Acetylation

Conditioning

Process control
temperature, time, pressure

Verification purchase
moisture content, quality

Quality assurance
✓ acetyl content (min)
✓ acetic acid content (max)
✓ wood moisture content
✓ wood quality
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Water

Oxygen

Metal

corrosion
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– 300 ml demi-water

plastic bag

elastic band

Wood with attached metal
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“normal” (1%) acetic 

acid content Accoya
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“normal” Accoya 

moisture content (3-5%)

“high” Accoya moisture 

content (>20%)



•

Accoya Meranti
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Galvanised stainless coated
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sealing of hinge rebates Incorrect storage on 

building site

X
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